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Statement of Problem

A large fraction of the waste in the environment isin the form of highly dilute ground
water and surface water. Despite gains made in pollution prevention, avoidance, and even
awareness, contamination from non-point sources continues to be a problem. Agriculturd
runoff, aersols, automobiles (combustion), house hold cleansers are some examplesjust
to name afew. In many instances, the contaminants are organic, hydrophobic, and
moderately nonvolatile in nature. Some examples include: polycyclic aromatic
hydrocarbons (PAHs) emitted by cod gasification, petrochemica-related processes, and
combustion processes; chlorinated aromatic hydrocarbons produced as insecticides or
pesticides; and chlorinated phenols produced as fungicides and wood preservatives.
Separating, recovering, or even destroying such compounds chegply is a chdlenging
problem.

In recent years, alarge number of stes (Superfund sites) have suffered gross
contamination by the release of anthropogenic substances into the natura environment.
Although much of the contamination undoubtedly resulted from neglect, it is certainly
reasonable to expect that nor+point sources contributed to the problem. One of the largest
Superfund sites (Petro Processors Inc. (PPI)), islocated in Baton Rouge, Louisiana. Pump
and Treat technology is the current method for treating the contaminated ground water at
the gte. Of the many unit operations used at the Site, activated carbon adsorption is the
preferred option for the trestment of dilute agueous waste. This process suffers, however,
inthat it is nonsdective and coglly to regenerate the spent carbon. Additiondly, activated



carbon is not necessarily as robust as one might think. Recently, in fact, PPl has suffered
problems with their existing adsorption operation. It has been suggested that the carbon
behaves catayticaly to produce chlorinated VOCs by decomposition of higher molecular
weight species. Therefore, developing alow-cogt, reusable adsorbent process that is
selective to Smultaneous capture and destruction of hydrophaobic organic compounds
(HOCs) may overcome the disadvantages associated with activated carbon. Such a
technology could save billions of Louisiana, tax payer dollars. Additiondly, such a
technique could be used in the loca Chemica Process Industry (CPI) as a new means of
pollution prevention.

Statement of Results, Benefits, and/or | nformation

We forsee a trestment aternative that employs anaturd or commercid surfactant
supported on semi-conducting monoalithic reactors made of titania. The role of the
surfactant isto sdectively scavenge HOCs from dilute agueous streams and concentrate
them at the titania surface. Fiber optic cables, transmitting ultraviolet radiation, are used
to promote the s multaneous photocatal ytic destruction of the adsorbed HOCs. Our
previous adsolubilization work (Vasarg, et. d., 1998) has shown that sodium dodecyl-
sulfate-modified auminanot only has alarge sorptive capacity for PAHs, butitisaso
eadlly regenerable by moderate changesin pH. Thiswas the object of the past research
from our group which was aso funded by LWRRI. It is reasonable to expect thet titania,
agmilar minera oxide, will show equivalent sorptive equilibria Since it has been shown
that surfactants serve as hydrogen donors in homogeneous photolyis and improve
quantum yidlds (Shi et. a., 1997), it is reasonable to assume that the same phenomenon
may occur in a heterogeneous system. In effect, we expect that the combination of
adsolubilization with ultraviolet photocatalyss results in the Smultaneous separation and
decomposition of the HOCs. This will benefit the PPl superfund site as well as others
because the new treatment scheme will be compound selective, easier to regenerate, and
more efficient in the remova and destruction of organic compounds.

Nature, Scope, and Objectives of the Research

The trestment of dilute agueous streams continues to be at the forefront of environmenta
and chemical process R&D efforts (NRC, 1988). Thisis mainly due to two reasons. (1)
the relative abundancy of the streams; they are found literdly everywhere in the CH,
municipa trestment facilities, natura environment, etc. and (2) the exponentidly

growing number of environmenta laws regulating pollution emission. The costs to treat
the streams have followed an exponentid growth as well. Moreover, in many cases, the
type of treatment utilized (air stripping or activated carbon etc.) only changes the nature
of the problem rather than solving it. Since we cannot affect the relative abundancy of the
sreams without sacrificing the qudity of life we have al been accustom, we must focus
on reducing the cogts of trestment. One way in which this can be doneisto explore new
ways in which developing technologies can be combined to overcome current limitations.
In this proposd, it is suggested that a combination of photocatalysis and adsolubilization
in anovel monoalithic reactor design can overcome the problem of low conversons
observed in conventiona photocatalytic reactors and the problem of short breakthrough



timesin adsolubilization. This proposa draws upon areas in photolytic physics,
chemigtry, hydrodynamics, and chemicd engineering. The main god of thisresearchisto
develop a comprehensive trestment technology for groundwater aquifers using surfactant
solutions.

Adsolubilization

Adsolubilization (Fitzgerdd et. d., 1986) isalow energy separation process which uses
surfactant-modified minera oxide particles (e.g. g-auming) to selectively remove HOCs.
Surfactant is brought into contact with the alumina by flowing a dilute aqueous solution
through a packed bed. The amount of surfactant adsorbed is dependent upon the pH. For
anionic surfactants such as, sodium dodecy! sulfate (SDS), loading increaseswith
decreasing pH and, in generd, is nonlinearly related to the bulk concentration (Vasarg

et. d., 19983a). However, for dilute solutions at constant pH, the equilibrium relationship
governing the digtribution of surfactant is lineear,

Thetalls of the bound surfactant molecules aggreate into "hemimicdles’ and provide
nonpolar gtes into which the HOC may "adsolubilize'. The amount of HOC
adsolubilized is dependent upon the type of HOC, the amount of surfactant bound, and
the bulk phase HOC concentration,

Here, Kh is the the surfactant normalized sorption constant. We have shown in our
laboratory that for SDS, Kh, isrelated to the octanol-water partition coefficient by the
expression, (Vasarg €. d., 1998a). Because of the strong dependence of Kh on Kow,
adsolubilization is particularly useful for separating hydrophobic organic molecules, such
as polynuclear aromatic hydrocarbons, chlorinatedaromatic hydrocarbons, and other
related compounds. Modd predictions and laboratory experiments (Smith and Vasarg,
1998; Vasarg et. d., 1998b) conducted with packed beds containing dumina particles
have illugtrated this phenomenon

Photol catdytic Degradation of Aqueous Borne Organics

Photocatalytic degradation of agueous borne pollutants is a technique in which UV/Vis
(300-500 nm) radiation delocaizes a vaent dectron to the conduction band of
semiconductorseg. TiO2, CdS, ZnO, SIC, etc. (Hoffman et. d., 1995). The photoexcited
electron-hole pair then initiates the decomposition of adsorbed species by one or more
forms of eectron transfer (Linsebigler et. d., 1995; Bard, 1980). Figure 1 illudtrates the
well accepted mechanism for TiO2. The two opposing steps are recombination and
electron transfer. Recombination of the photoel ectron-hole pair is undesirable and can
occur either in the bulk or on the surface of the semiconductor. Electron transfer requires
an electron acceptor (O2) for the photod ectron and an eectron donor (or hydrogen
source) for the (+)hole. In Figure 1, the (+)hole is assumed to be trapped within defects
upon the TiO2 surface (interfacid charge transfer) such as,

Such alow vaue explains why much of the effort in thisfield is focused on ways of
improving the quantum yield. Variables which have been investigated include: the type



of the minera oxide, metal doping of the minera oxide (Pt, Fe(l11), Cr(lI1), or Ag) to
assg in e trapping, incident light intengity, porosity of aggregates, donor species
concentration, competitive sorbates, pH, and temperature (Hoffman et. d., 1995;
Linsebigler et. a. 1995).

Oneinteresting means of improving the quantum yield is by the addition of a surfactant.
Chu and Jafvert (1994) have reported an order of magnitude increase in quantum yield
with the addition of a nonionic surfactant to dissolved hexachlorobenezene. Additiondly,
Shi et. d. (1997) have reported on the homogeneous photochemica degradation of 2-
chlorophenal in dissolved surfactant solutions. For surfactant (sodium dodecyl sulfate,
SDS) concentrations below the CMC, they observed 10-50% increases in quantum yield
over surfactant-free solutions. Since the reaction did not involve aminera oxide, they
attributed the enhancement to the additional hydrogen source (donor).

As the mechanism of photochemistry gppears to be well understood, perhaps the most
important area of research isthe design of the photoreactor itsaf. For any practical
goplication, a chegp and efficient means of irradiating the minera oxide is required.
Surry, fluidized-bed, and other batch reactors are avoided as they increase the cost dueto
post liquid-solid separation steps. Reactors involving immobilized catalyst appear to be
the current direction of research (Hoffman et. d., 1995). For instance, Serrano and de
Lasa (1997) have introduced the Photo- Chemicad Reactor Engineering Centre reactor,
abbreviated as Photo- CREC. Recognizing the need to properly illuminate immobilized
catalyst, the authors constructed a 16 staged concentric reactor with a 2.8 liter holdup.
TiO2 was impregnated on a glass mesh which surrounded a 15-W monochromatic lamp
(1=365 nm). With methylene blue as their target compound, they determined the quantum
efficiency to be 6.3% of the ided Photochemical Thermodynamic Efficiency Factor
(PTEF). Theided PTEF isdefined as

where = 94 KJmol. The PTEF is based on the mechanism of hydroxyl radical formation
from either a photoelectron or hole trapped in a surface defect. Equation (4) represents
the upper limit; thus, factors such as fluid dynamics, mass transfer, and light absorption

or scattering reduce the vaue. Serrano and de Lasa (1997) provide an additional quantum
yidld factor to account for such factors. However, effects of catalyst can offset these
somewhat. For ingtance, using the quatum yield estimated by Equeation (3), one can
cdculate the quantum efficiency for the heterogeneous TiO2 system to be 16.6% of the
ided PTEF. It appears then that the PTEF is an appropriate measure of reactor
performance. It should be noted however that the quantum yield may aso be caculated
by (Chu and Jafvert, 1994)

where kapp is the apparent first order rate congtant, 11 isthe luminous intengity, € isthe
molar absorptivity, and isthe cdl path length. Because an gpparent first order rate
constant is used Equation (5), the quantum yield reflects al possible mechanisms of
decomposition, not just that by OH. attack, as assumed in Equation (4). Thus, predictions
from Equation (5) may be greater than those by Equation (4).



